The following mixture requirements are applicable for this project::

Mixture Number i 2 3 4
Mixture Usels) Interstate & Ramps Interstate & Ramps Interstate Shoulders; Ramp Shoulders; Shouldsr, lower (ifts
Polymer HMA Binder Polymer HMA Surfoce Southwind Rd. Approgches { HMA Shidr. Rem. & Repl. Spct.)
AC/PG: SBS PGTG-22 S8S PGTe-22 FGed-22 PCB4-22
Cesign Air Voids: 4. 0% © N0 4. 0% © NS9O 4, 04 @ NSO 4, 0% & NSO
Mixture Compesitions )
IL 19.0, FG iL 9.5 IL 9.5 It 19.0
{ Gradotion Mixture)
Friction Aggregate: N/ A MIX £ MIX ~C” N/ A
Qual ity Monagement: PFP PFP aCrs QA QC/0A
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